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Cryogenic Space Telescopes
IRAS 1S0

1983 launch
liquid He cooled
57cm aperture

.

1995 launch
liquid He cooled
60cm aperture

Ritchev-Chretien configuration
diffraction limited @ =20um
~e~ylli,,nn* rn~-rr~~ & ~@L~-~**A ULAA
70kg mass
(*vacuum hot messed material)A

Ritchey-Chretien configuration
diffraction limited @ 5 ~m
fined silica mlirmrs

invar/aluminum structure
50kg mass



.,

SIRTF Telescope

2001 launch
launched warm

-passively cooled to <70K
-gaseous He cooled to 5 .5K

Mm aperture

Ritchey-Chretien configuration
diffraction limited @ 6.5umi
beryllium* mirrors
beryllium* structure
(* hot isostatic pressed material)

I Ultra-1ightweight design yields 30kg mass/ \



Cryogenic Telescopes for Space
Interferometers

ExNPS Interferometer Concept ExNPS Telescoue’Requirements’
“ passive cooling to 35K

“ =50kg mass (per telescope)

Q 7-17 urn observational bandwidth

● 1.5m unobscured apertures

c diffraction H.mited at 2 ym.

s high streM ratio? 10W scatter

● amplitude? phase and polarization matching

(for nulling)
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Cryogenic Space Telescopes
Selected Mirror Materials Considerations



B

Infrared Telescope Technology TestbedC
Secondary .Mirror Assembly

/

.Meterin,q Tower Ah+

Q Under development at Hughes
Danbun Optical Svstems

. Essenti;IIy  aII ber~IIium
construction

● ~~~i~i ~]ear ane-+. T.p LLuLe

● 5K operation
● 29 kg mass
. diffraction limited at 6.5 ,um
● crvogenic opticaI  testing at
JP~

7
Test Facility Adapter



ln~rared ‘lTelescope

Primary
Technology Testbed (ITTT)
Mirror Assembly



SIRTF Telescope Test Facility

!
I
!.

1------ ----
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State of the Art CaDabilitv
. Phase Shifting Interferometry

@ .633umI
● Vertical test configuration
● Vibration isolated
● 1.4m diameter He shroud
. <5K operation



ITTT Room Temperature Interferometry

w! sm7p. . . . . . . . .

September 29, 1995
. P-V= 1.56 waves
● rms = 0.192 waves*
● dominant error: concentric

zones due to form grinding

February 14.1996
(following 5 Nz & 3 He cycles)
● p-v= 1.35 waves
● rms = 0.194 waves*

!13

(* surface error)
INo “thermal hysteresis” observed in the Primary .Mirror Assembly I

L



ITTT 77K Interferometry

October 9.1995
. P-V= 4.43 waves
“ rms = 0.574 waves*

February 20.1996
. P-V= 4.42 waves
● rms = 0.580 waves*

(* surface error)
\ .

A=0.5 wave cryo-distofiion observed at liquid nitrogen temperature
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ITTT Current Status Summarv

Smmrnary to Date

. Initial primary mirror assernbly (IWIA) testing
completed (8 cycles to 77K, 3 cycles to 5K)

. PINIA disassembled, primary mirror (P.M) tested
alone and P.MA reassembled

● Room temperature P.NIA and P.M error
dominated by concentric zones (=0.2 waves rrns
surface)

~ .Moderate cryo-disto~ion observed in
the P.YIA and P.M (=0.5 waves rms surface)

~ No “thermal hysteresis:’ observed
I Xo changes observed in PIMA following
reassembly
P-MA has been returned to Hughes Danbury
Secondary mirror assembIy currently in optical
fabrication
.Meteri.ng tower/baffles currently being machined

J

Future Plans

“ Remove concentric zones from PiNI with
I

●

●

computer controlled polishing (<0. 1 waves rms
surface)
Yu1l figure the P.NI to achieve (<0.2 waves
surface at 5K)
Complete secondary mirror assembly
Complete metering tower/b2ffles
Retest the P.MX to 5K

c Perform second null figuring cyc~e if necessary
“ Integrate, align and test ITTT’ to 5K

(s0.72 waves rms wfe @ 0.633ym)
c Shake ITTT to launch vehicle loads and

retest



50cm Test Mirrors
.-w— —._._ _

-=-.— —.—- ---- . .

HIP BervlIium
.Manufa;tured  bv Brush-Wellman
Loral American” Bervllium,  TinslevJ J

NTot Iightweighted
Im focal length, sphere
Cryo-test  data (A=O.633~m):

. .

I

0.071A  rrn.s wfe @ ~_x)K
0.15A rms wfe @? 77K
0.14A rms wfe @ 5K

● “Therma~  hysteresis” = ().0()4k

● Reaction bonded silicon carbide
● .NIanufactured  bv United

Technologies, ~ockheed  and ITEK
● Lightweighted:  closed back (5kg)
“ lm focal length, sphere
● Cryo-test data (L= O.633um):

0.053L rms wfe @ 300K
0.126?L  rms wfe @? 5K

● “ThermaI hysteresis” = 0.03Ad



.

●

●

●

●

Lockheed-Martin/Vavilov Institute Silicon
Carbide Mirrors

60cm diameter
lightweighted  (5kgj
0.024A rms wfe @ 0.633nm
lNot intended for cryogenic use

● crvogenic autocollimation  flat for
te~ting ITTT

● 93cm diameter
● not extensively lightweighted  (36kg)
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Issues

‘a

●

Sufficient support for lightweight cryogenic optics
technology development

Clear, concise statement of requirements for nulling
interferometer light collection telescopes
– very low stray & scattered Iight
— amplitude, phase and polarization matching in mukipIe  arms

of the interferometer

Verv large (5m,10m.20m). lightweight apertures will/ ,
req;ire significant technology development efforts
– segmented mirrors

– precision deployable structures
— on-board alignment and control


